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The different development of the anisotropic upper critical field in MgB, by
aluminum and carbon doping
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The temperature dependence of the upper critical field, Hc2, for both field directions in partially
substituted polycrystalline MgBs was determined. Whereas the suppression of Tt is similar for
aluminum and carbon substituted samples, H.2 is affected by the substitution in profoundly different
ways. In the case of Al substitution changes can tentatively be described by intrinsic effects (shift
of the Fermi level). In the C substituted samples, H.2 is increased drastically, and extrinsic effects
(disorder) have to play a major role. The strong contrast between the two substitutions is discussed,

taking into account three relevant scattering rates.

PACS numbers: 74.25.0p, 74.20.De, 74.25.Ha, 74.70.Ad

An unusual temperature dependence of the anisotropic
upper critical field, H.s, is one of the major consequences
of two-band superconductivity as realized in magnesium
diboride MgBy A To further explore properties of a given
compound it is often helpful to consider the effects of par-
tial chemical substitutions. In the case of MgBs, partial
substitutions with many elements have been attempted,
but only two elements are widely recognized to enter the
structure: aluminum replacing magnesium,2 and carbon
replacing boron.2

Both substitutions dope the material with additional
electrons, which should similarly affect the superconduct-
ing properties, at least to the extent that a rigid band
approximation works. According to the detailed band
structure calculations®28 electron doping most drasti-
cally affects the o bands, which are nearly filled. Further-
more, any partial substitution by small amounts of an
additional element increases chemical disorder, leading
to increased scattering. In the two-band superconductor
MgB,, at least three different scattering rates have to
be distinguished,” and the different substitution sites Mg
(by Al) and B (by C) are likely to influence these scat-
tering rates in drastically different ways. In general, the
upper critical field, H.s, is influenced by electron-phonon
coupling (EPC), Fermi velocities, and by the mean free
path, . EPC and Fermi velocities are intrinsic proper-
ties altered by electron doping, while ¢ is a function of
scattering. It will be interesting to compare the doping
and temperature dependence of H.o with substitutions
on either the Mg or the B site. This may help in sep-
arating electron doping and scattering effects of partial
substitutions.

In the case of the B site substitution by carbon a num-
ber of studies have presented measurements of H.o on
polycrystalline materials®#2 and in a limited range on
single crystals10:11:12:13.14.15 A]] studies agree in signif-
icant enhancements of H.s, and the studies on single

crystals also indicate a decrease of the H.o anisotropy

Yy = Hc”;b/Hl‘;. Fewer H.y studies exist for Mg site

substitution by aluminum, and there is a considerable
spread of given values between them 16:17:18

Here, we present a comparison of H, l‘; and H, c”; * mea-
sured with the same technique on aluminum and carbon
substituted polycrystalline MgBy with various substitu-
tion levels, prepared from the same Mg and (partly) B
starting materials with similar procedures. As a func-
tion of electron doping, a similar decrease of both the
transition temperature, 7., and the upper critical field
anisotropy, vy, contrasts with the dramatically differ-
ent development of the magnitude of H.o: Whereas the
behavior of the upper critical field in the case of Al sub-
stitution can be understood as resulting from a shift of
the Fermi level, an increase in scattering has to be taken
into account to explain the large increase of H.o upon C
substitution. We briefly discuss this different effect on
scattering by C and Al substitution.

We investigated carbon substituted polycrystalline
MgB; samples prepared in two different ways: We syn-
thesized Mg(Bg.9Cp.1)2 at 1200°C using Mg and B4C as
starting materials, as described in Ref. 3. For low C
substitution levels, filaments already studied in Ref. |9
were ground to powder. In the case of aluminum sub-
stitution, chemical inhomogeneities are difficult to avoid.
Inhomogeneities lead to transition broadening detrimen-

tal particularly to the determination of H, 6”20 . In order
to maximize sample homogeneity, we tried several tech-
niques, including pre-alloying Mg and Al, and using AlBs
and AlB12 as Al source. However, the best results were
obtained with a two-step synthesis at high temperatures.
First, synthesis at constant temperatures from 1000 to
1200°C from the elements in stoichiometric quantities for
up to 10 days, followed by cooling to room temperature
in streaming water produced material with large inhomo-
geneities as visible in x-ray diffraction pattern and par-
ticularly in the superconducting transition. In order to
improve homogeneity, we finely ground and thoroughly
mixed the products of the above synthesis, pressed them
into pellets, and then heated them for a second time to
1200°C for 10 days.

Powder x-ray measurements on MgBo samples sub-
stituted with up to 20% Al indicate no phase sepa-
ration, shifts in the lattice parameters close to liter-
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FIG. 1: a) Magnetization M vs temperature 7" in 20 Oe (both
zero field cooled and field cooled) of Al or C substituted poly-
crystalline MgB, samples b) Transition temperature T. vs
number of additional electrons per unit cell due to Al (full
symbols) or C (open symbols) substitution. The open square
is from Ref. [14.

ature values;*2 and a moderate peak broadening sug-
gesting small variations in the Al content throughout
the samples. The broadening becomes significant for
Mgoy.7Alp.3Bs.  For this composition, additional small
peaks suggest the presence of MgBs and MgAlIB,4 minor-
ity phases. The superconducting transition in zero field
was measured resistively (on the 60 to 70% dense pel-
lets) and by magnetization measurements in 20 Oe (after
powdering the samples and mixing with epoxy). The
magnetization measurements on isolated powder parti-
cles makes any T, variations within the sample well vis-
ible as an onset broadening [Fig. [[h)]. The effective T,
was defined as the crossing point of the steepest slope
of the field cooled M (T') with the M = 0 axis [Fig. [b)].
The height of the “sliver” in the onset above this temper-
ature is a measure for the amount of material with higher
T, due to locally less Al substitution. Such a variation is
present in Al substituted samples, but rather small.

The polycrystalline upper critical field, which corre-

sponds to Hc”; ’  was determined from resistivity and

magnetization in applied fields up to 140 kOe and 70 kOe,
respectively. In the overlapping field region, the results
agree within error bars. The results on the C substi-
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FIG. 2: Upper critical field H.o of Mgp.9Alp.1B2. Inset: Sec-
ond derivative d?M/dH? of the magnetization as a function
of field H at different temperatures on Mgp.9Alg.1B2. The
location of the minimum upper critical field (cf. Ref. 21), i.e.,

[ . .
Hl|27 is indicated by arrows.

tuted samples are also in agreement with the results of
Refs. 8 andd. The “minimum upper critical fields” (H/5)
were established with a method developed by Bud’ko and
coworkers. 2221 On unsubstituted polycrystalline MgB,,
this method yielded similar results?t on the temperature
dependent anisotropy as measurements?? performed on
single crystals. Materials were ground to a fine pow-
der and mixed with epoxy. The minimum upper critical
field is then visible as pronounced features in the deriva-
tives of the magnetization as a function of temperature
or field (see inset of Fig.Bl). As an example, the resulting
upper critical field of Mgy gAlg.1Bs is shown in Fig. B
For this sample, HCHQC(O) ~ 29kOe is slightly higher than

H l‘; (0) ~ 25 kOe measured with the same method on an
unsubstituted sample.2! The significance of the increase
is questionable, taking into account that even on unsub-
stituted single crystals from the same source H, C”; (0) with
values of 28kOe (Ref. 23) up to 31kOe (Ref. 22) were
observed. We note that our result is significantly lower
than the value of 52kQe reported for a Mgg ggAlg.12B2
single crystal £ The upper critical field parallel to the
layers on the other hand, Hﬂ;b(O) ~ 127kQe, is signif-
icantly lower than corresponding measurements on un-
substituted MgBs. Our result is moderately higher than
the results reported in Refs. [l Tand (18, significantly higher
than those reported in Ref.[16. Parts of the discrepancies
might be related to different amounts of impurity scat-
tering (see discussion below), whereas other parts may
originate from different inhomogeneities in the Al distri-
bution.

The analysis on the aluminum doped samples with
up to 20% Al substitution?* yields the following picture:
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FIG. 3: Zero temperature upper critical field vs number of
additional electrons per unit cell due to Al (full symbols) or C
(open symbols) substitution. Grey symbols are unsubstituted
MgB,. a) H!$(0). b) H2(0). Squares in both panels are
single crystal results from Refs. [14 and 22, open circles in
panel a) are from Refs. ¥ and [d.

Al substitution first slightly increases, then slightly de-
creases H, l‘; (essentially constant), whereas H.o parallel
to the layers monotonically decreases (Fig. Bl closed sym-

bols). The decrease of H, c”; b is roughly linearly, extrapo-
lating to 0 for ~30% Al substitution.

The decrease of H, l‘; * and the almost constant behavior

of H l‘; suggests that disorder may not be important in
determining the H.o development with Al substitution.
In unsubstituted MgBa, clean limit (two-band) theoret-
ical calculations?226 compare rather favorably with ex-
perimental data.28:27 These calculations as well as phe-
nomenological considerations! indicate that in the low
temperature limit the 7 bands are not important for de-
termining H.o: H.2(0) is mostly determined by the o
bands, as first suggested by Bud’ko and coworkers.22 The
upper critical field is related to the coherence length, &,
through Heo oc €72, In the clean limit at zero temper-
ature, ignoring the difference between GL and BCS co-
herence length, £ is related to the superconducting gap
and Fermi velocities by & o< vp/A, and the Fermi veloc-
ity anisotropy determines the anisotropy of £. Here, vp
(A) is defined as the root-mean-squared wave vector de-

pendent Fermi velocity (superconducting gap), averaged
over the Fermi surface (in the case here over the o sheets
of the Fermi surface). We may then approximate

HIS(0) o (8,0)/0f2), 3 () = ool ()

Apart from disorder effects due to the partial substi-
tution, Al doping modifies charge distribution and de-
creases the lattice constants (c in particular).28 The main
effect, however, is to dope the system with additional
electrons, resulting in a shift of the Fermi level, Er, to
higher energies. For substitution levels well below 30%,
where Er reaches the o band edge at the I' point,2® the
changes in the electronic structure are well approximated
within a rigid band model. The increase of Er decreases
the density of states (DOS) at Er and modifies the band
averaged Fermi velocities, primarily in the o bands.® For
moderate substitution levels, the out-of-plane o Fermi ve-
locity, v!,fg, remains approximately constant, whereas the

in-plane ¢ Fermi velocity, ULL‘?Ub, substantially decreases.

According to Eq. (@) this lowers the H. anisotropy and

increases H, c”; . However, the decreased DOS at Er weak-
ens the electron-phonon coupling, resulting in decreased
superconducting gaps and 7. (c.f. Fig.[). The additional
effects of the substitution on the phonons?? complicate
the theoretical analysis of the development of A, and A,
with substitution level, and experimental reports on the
gap development are sparse as of yet 71233 Ag an ap-
proximation, we can use the experimental values of the
transition temperature shown in figure [l and assume
Ay x T..

The combination of the decreased A, and also de-

creased vy;_lgb results in little change of H, c”; as estimated

by Eq. @), in accordance with the experiment. The cal-

culation also yields the substantial decrease of H, l‘; * and
of the anisotropy vy observed experimentally. For the
out-of-plane upper critical fields of Mg;_,Al,Bs, a simi-
lar, but slightly more detailed analysis was recently pre-
sented by Putti and coworkers” The fact that the ex-
perimental development of the upper critical field can be
accounted for by the clean limit formula () clearly sug-
gests that effects of increased scattering are not relevant
in our samples of Mg;_,Al, By at low substitution levels.
This is different from recently presented results on single
crystal samples, where scattering in the m bands seems
to be larger 18

The development of H., with partial carbon substi-
tution is also shown in Fig. B (open symbols). Our re-
sults, which agree qualitatively with the limited results
on single crystals availableA9:11:13:14.15 show a drastic
increase of H.o both parallel and perpendicular to the
layers, in contrast to the Al substitution case. The in-

crease of H, l‘; is monotonous in the substitution range
measured, whereas I, cH; b peaks somewhat below 400 kOe
for C substitution levels around 5%. Figure H displays
the temperature dependent H.o anisotropy for C substi-
tuted, Al substituted, and unsubstituted MgBs. Where
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FIG. 4: Upper critical field anisotropy ym vs temperature
T, for unsubstituted, aluminum substituted, and carbon sub-
stituted MgB2. The results from 6.3% C substituted (single
crystalline) MgBs are from Ref. [14.

Hﬂ;b > 140kOe, Hﬂ;b results from Refs. |¥ and I9 have
been utilized to calculate vy (7). With the exception
of Mg(BO'QC()Vl)Q and Mgonglo_QBQ, where the T de-
pendence of v is not obvious, a substantial decrease
of vy with increasing T is seen for all samples. In ac-
cordance with the explanation of the vy (T) dependence
in unsubstituted MgBs this indicates that two band ef-
fects are still relevant for both Al and C substituted
MgB, for moderate substitution levels. The preserva-
tion of two distinct superconducting gaps has indeed
been observed directly on both Al and C substituted
MgBy 3:17:19.30.31.32.33 Tt is expected for moderate substi-
tution levels from band structure calculations, but also
implies that interband scattering cannot be substantially
increased by partial substitutions of either of these el-
ements. The anisotropy monotonically decreases with
increasing substitution level, down to about 2 for the
samples with the highest levels of substitution studied.
This decrease is rather similar for substitutions by Al
and C. This indicates that as far as the H.o anisotropy is
concerned, the main effect of carbon substitution is (as
in the case of Al substitution) a decreased anisotropy of
VF , originating from the shifted Fermi level. The T, de-
pression (Fig. ) is also similar for Al and C substitution,
suggesting that this too may originate mainly from the
shift of Er and similar changes of phonon modes.
However, the drastically different H.o magnitude in C
substituted samples cannot be explained within this pic-
ture. The difference to the Al substitution case is far too
large to be accounted for by different behavior of the lat-
tice constants or phonon modes, particularly given the
above similarities in 7. and vy vs electron doping level.
Rather, the very strong increase of H.o points to the rel-

evance of scattering in the case of carbon substitution.
Due to the two band nature of superconductivity, three
different scattering rates have to be taken into account:
interband scattering and intraband scattering in the o
and 7 bands-Y We note that the observation of constant
A, /A ratios by spectroscopic means32 indicate that the
interband scattering rate is hardly affected by moderate
levels of C substitution and may be neglected as in un-
substituted MgBs. However, a recent point contact study
on MgBsy crystals containing high C substitution levels
suggest that the interband scattering rate may be im-
portant, particularly for high substitution levels2¢ Cal-
culations within “intraband dirty limit”35:3% can indeed
explain very drastic increases of H.y, much larger than
in single band superconductors.

These dirty limit calculations also yield a temperature
dependent H.s anisotropy, like the clean limit calcula-
tions do. However, here the T dependence of vy also de-
pends on the ratio of the scattering in the anisotropic o
and in the nearly isotropic 7 bands. If the intraband scat-
tering is much larger in the ¢ bands than in the 7 bands,
a decreasing vy (T) dependence is expected, whereas the
opposite case results in an increasing vy (T') dependence.
Starting from the unsubstituted MgBs with a decreas-
ing vy (T) dependence, a low level partial substitution
mainly increasing the o () bands scattering, should lead
to a more(less) pronounced g (7T') dependence. As we
can see from Fig. B the vy (T) dependence becomes
less pronounced upon increasing the substitution level.
Comparing C and Al substitution, the decrease of the
T dependence seems rather similar, indicating that it
is mostly due to the intrinsic changes discussed above,
rather than disorder. For the same electron doping lev-
els, the vy (T) variation is somewhat less strong for the
carbon substitution case. This indicates that upon C
doping the scattering is increased more in the 7 bands
than in the o bands. A similar conclusion was reached for
a 6.3% C substituted single crystal*? and for thin films
containing carbon.2%:38 For a more quantitative analysis,
a theory treating clean-limit (electron doping) and dirty-
limit (scattering) effects on an equal footing would be
highly desirable.

The effect of higher 7 band scattering also manifests
itself in the form of the H.o curves, most visibly for
H|le. In extreme cases this leads to a positive curva-

ture of HI(T) at low 73537 In contrast to “dirty films”
results3”38 we did not observe such a positive curva-
ture, but compared to unsubstituted MgBs, the negative
curvature of H (!JQC (T') was significantly decreased for the
C substituted samples. For 10% C substituted MgBo,
H l‘; (T') was found to be almost linear at low tempera-
tures. The tendency of decreased negative curvature of
H l‘; with increasing C substitution is also seen in single
crystal measurements™ 1415 and supports the conclusion
of mainly additional scattering in the 7 bands causing the
H .5 enhancement. In contrast, in the Al substituted sam-
ples, the H.o(T') curvature is not significantly affected (cf.



Fig. @), again indicating less m band scattering.

To account for an upper critical field that is much
larger in C substituted MgBa, C substitution has to in-
crease scattering in the m bands more relative to the o
bands, and much more than Al substitution does. That a
substitution within the boron layers would increase scat-
tering more than a Mg site substitution is hardly a sur-
prise. It is, however, surprising that the increase in the
scattering is predominantly in the intraband scattering
in the isotropic m bands. In partly C substituted thin
films, the effects of increased 7 band scattering are much
larger (as visible both in the H.o(T') curve forms and
in the T dependence of the anisotropy). This scatter-
ing has been attributed to a buckling of the ab planes,
tentatively due to nanophase precipitates.27:38 However,
such precipitates are unlikely to be present in our poly-
crystalline samples or in single crystals, and we therefore
conclude that an increase of the m bands scattering is an
intrinsic property of C substitution. This is in contrast
to the aluminum substitution case, where considerable
variations of the significance of m bands scattering ex-
ist for different samples32 A recent first principles elec-
tronic structure study2? on C substituted MgBs, taking
into account disorder effects, found a larger reduction
of the mean free path in the ¢ bands, which is in con-
trast to our analysis. However, there are a variety of

effects that are more involved to include in a calculation,
e.g., carbon induced local distortions in the structure, as
suggested by a single crystal x-ray diffraction study.t®
Since the large increase of H.o in C substituted MgBs
and related scattering rates are important for potential
applications, additional theoretical studies are clearly de-
sirable, as would be a clear experimental demonstration
of a procedure boosting scattering mainly in the ¢ bands.

In conclusion, whereas the development of H.o with
partial aluminum substitution can be understood within
a simple rigid band picture, disorder effects are respon-
sible for the large enhancement of the H., magnitude of
carbon substituted MgBs. In contrast, the development
of the H o anisotropy and T, are remarkably similar for
the two substitutions. Scattering within the 7 bands is
increased much more by carbon than by aluminum sub-
stitution, and more than scattering in the o bands. The
origin of this is yet to be resolved.
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